Misuno P.

N
N

2010 - 2

Variation in the Structure and Properties of Cast Iron Sealing Rings under Magnetic Pulse
Treatment

Anisovich A., Rumeanteva I., Misuno P., Bevza V., Azharonok Viktor

Surface Engineering and Applied Electrochemistry
Nr. 2(46) / 2010 / ISSN 1068-3755 / ISSNe 1934-8002
Disponibil online 14 December, 2013. Descarcari-2. Vizualizari-961

HU3MeHeHHe CTPYKTYPhI H CBOMCTB YIUIOTHHTE/IbHBIX KOJIeIl H3 YyryHa IpH
MarHHTHO-HMITY/IbCHOH 00padoTKe

AHucosuu A.!, Rumeanteva 1., Misuno P.!, Bevza V.2, AocapoHok B.?

! Qusmko-TexHuyeckui nHCTUTYT HAHE,

2 UHCTUTYT TexHonoruu MetawioB HAHB,
3 UuctuTyT QOusuku uM. 5.1.Crenanosa HAHB

JJIeKTPOHHas1 00padoOTKa MaTepHaioB
Nr. 2(46) / 2010 / ISSN 0013-5739 / ISSNe 2345-1718
Disponibil online 31 March, 2017. Descarcari-0. Vizualizari-700

P -y . . . . .
F 5 Copyright © 2011-2024 Instrumentul Bibliometric National.
— ID - I Institutul de Dezvoltare a Societatii Informationale. @
w.id 1 EY NC
s Actualizat: 01.05.2024, accesat: 01.05.2024 E—
Disponibil: https://ibn.idsi.md


https://ibn.idsi.md/author_articles/34879
http://ibn.idsi.md/author_type_categ_all/34879/1
http://ibn.idsi.md/author_type_categ_all/34879/7
https://idsi.md/
https://ibn.idsi.md

